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Results and Discussion 
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Table 2 highlights the inhibition effectiveness of using 98% nitrogen when compared to compressed air.  

 

Table 2: Inhibition Effectiveness of 98% vs. Compressed Air.  

Water  Metal  
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Figure 4 compares the metal loss of black steel and galvanized under the various conditions. 
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